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Sample Description:  

One (1) submitted sample said to be Black Colour LDPE Plastic Bag. 
 ************************************************************************************************************************************ 
 
Tests conducted: 
 As requested by the applicant, refer to attached page(s) for details. 
 ************************************************************************************************************************************ 
 
Conclusion: 

Tested Sample  Standard   Result 
Submitted sample  Butylated hydroxytoluene (BHT) content  See details enclosed 

 ************************************************************************************************************************************ 
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1 Butylated Hydroxytoluene (BHT) Content 
 
  With reference to ASTM D4275-09, by Gas Chromatographic (GC) analysis. 
 
  Result : Less than 1 ppm 
 
  Remark :  ppm = parts per million = mg/kg 
                                     Detection limit = 1 ppm 
  
  Date sample received : Sep 30, 2011 
  Testing period : Sep 30, 2011 to Oct 07, 2011 

*********************************************************************************************************************************
End of report
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